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During early human development, embry-
onic cells continue to divide, differentiate 
and self-organize into embryonic struc-
tures through morphogenesis. Morpho-
genetic events generate local mechanical 
perturbation and are accompanied by 
changes in cell shape and force, which in 
turn mediates cellular mechanical property 
changes.[1] Failure of stem cell differentia-
tion and morphogenesis, likely associated 
with abnormal cellular mechanical prop-
erty change, can result in abnormal embry-
onic or fetal development and birth defect. 
For example, amniotic band syndrome 
(ABS), which could result in limb defects, 
may be caused by weak mechanical  
property and rupture of amniotic sac.[2]

Cellular mechanical property influences 
stem cell fate and is also reflective of cel-
lular stage during lineage specification 
and differentiation.[3–6] It may serve as 
a mechanical biomarker of cell pheno-
types, reflecting changes, both normal and 
abnormal, in early development. Com-
pared with biochemical markers, mechan-

ical biomarkers are label-free with a great potential for in situ 
applications. Development of appropriate tools to characterize 
and track changes in cellular mechanical properties during 
stem cell differentiation and morphogenesis will not only help 
advance our knowledge of early human embryogenesis, but 
also establish mechanical property-based method to detect 
defects during human embryogenesis.

Techniques such as atomic force microscopy (AFM)[3] and 
magnetic twisting cytometry (MTC)[5,7] have been employed to 
study cellular mechanical properties. AFM provides high spa-
tial resolution but can only perform measurements one point at 
a time, requires expensive equipment, and is not suitable for in 
situ measurements of 3D constructs. MTC is a microrheology 
method using functionalized magnetic microbeads attached to 
cells. However, solid microbeads are difficult to remove from 
cells, which may interfere with downstream assays that require 
continuous culture of cells after MTC measurements.

Acoustic tweezing cytometry (ATC), a technique we have 
recently developed, utilizes ultrasound pulses to actuate func-
tionalized microbubbles attached to cell membrane proteins, 
such as integrin, to apply controlled subcellular mechanical 

Early human embryogenesis is a dynamic developmental process, involving 
continuous and concomitant changes in gene expression, structural reorganiza-
tion, and cellular mechanics. However, the lack of investigation methods has 
limited the understanding of how cellular mechanical properties change during 
early human embryogenesis. In this study, ultrasound actuation of functiona-
lized microbubbles targeted to integrin (acoustic tweezing cytometry, ATC) is 
employed for in situ measurement of cell stiffness during human embryonic 
stem cell (hESC) differentiation and morphogenesis. Cell stiffness, which is 
regulated by cytoskeleton structure, remains unchanged in undifferentiated 
hESCs, but significantly increases during neural differentiation. Further, using 
the recently established in vitro 3D embryogenesis models, ATC measurements 
reveal that cells continue to stiffen while maintaining pluripotency during 
epiblast cyst formation. In contrast, during amniotic cyst formation, cells first 
become stiffer during luminal cavity formation, but softens significantly when 
cells differentiate to form amniotic cysts. These results suggest that cell stiffness 
changes not only due to 3D spatial organization, but also with cell fate change. 
ATC therefore provides a versatile platform for in situ measurement of cellular 
mechanical property, and cell stiffness may be used as a mechanical biomarker 
for cell lineage diversification and cell fate specification during embryogenesis.

Acoustic Tweezers
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forces to cells.[8] Encapsulated microbubbles (radius 1–3 µm), 
typically formulated as lipid or polymer shelled gaseous micro-
spheres,[9] are commonly used as contrast agents for clinical 
ultrasound imaging and have been recently utilized for other 
applications, including ultrasound-mediated drug and gene 
delivery via sonoporation.[10] Functionalization of microbub-
bles by decorating bubble shell with ligands to target specific 
cell membrane receptors has been exploited for ultrasound-
based molecular imaging.[11] The periodic change of acoustic 
pressure of an ultrasound pulse induces volume expansion 
and contraction of microbubbles at the incident ultrasound 
frequency. Such acoustically actuated bubble activities can gen-
erate fluid microstreaming and shear stress on nearby cells, 
and have been exploited to probe cell deformability[12] and con-
duct rotational manipulation of single cells and organisms.[13] 
Dependent on parameters such as acoustic pressure, frequency, 
and microbubble radius, ultrasound field generates a net force, 
i.e., the primary acoustic radiation force, on a bubble. In ATC, 
a relatively low acoustic pressure is used to generate small 
volume expansion/contraction, allowing the use of the acoustic 
radiation force to displace an integrin-anchored microbubble 
from its pre-ultrasound location without bubble detachment 
or destruction. The displacement of integrin-anchored micro-
bubble exerts a defined mechanical force/strain to cells via the 
bubble-integrin-cytoskeleton linkage. We have demonstrated 
that ATC can be used for applying mechanical force to elicit 
a variety of cellular responses such as increased cytoskeleton 
contractility,[8] enhanced human mesenchymal stem cell osteo-
genesis,[14] and rapid initiation of human embryonic stem cell 
differentiation.[15]

In this study, we employed ATC to assess cellular mechan-
ical property using integrin-anchored microbubbles as a bio-
mechanical sensor to detect changes in mechanical property 
of human embryonic stem cells (hESCs) during neural differ-
entiation and early morphogenesis using a 3D in vitro model 
of human embryogenesis. Specifically, to measure cellular 
mechanical property using ATC, biotin-lipid shelled microbub-
bles were first conjugated with streptavidin-RGD before being 
attached to hESCs via RGD-integrin binding (Figure 1A,B). A 
planar ultrasound transducer (center frequency 1.25 MHz) was 
set at 45° angle aiming at adherent hESCs at a Rayleigh dis-
tance of 9 mm. An ultrasound pulse (duration 50 ms, acoustic 
pressure between 0.025 and 0.05 MPa) was applied to displace 
integrin-bound microbubbles on cell surface. Videomicroscopy 
(frame rate of 1000 frames s−1) was used to record microbubble 
activities under ultrasound stimulations (Figure 1A). As shown 
in Figure 1C, a microbubble was displaced without detachment 
during ultrasound pulses and retracted back toward its original, 
pre-ultrasound location after the ultrasound pulse was turned 
off owing to strain recovery in the bubble-integrin-cytoskeleton 
linkage. The size and location of microbubbles as a function of 
time were extracted from recorded images and analyzed using a 
custom MATLAB program to determine the acoustic radiation 
force[16] and bubble displacement (Figure 1D). We characterized 
the effective cell stiffness (nN µm−1) as the ratio of the acoustic 
radiation force exerted on the bubble (nN) to the microbubble 
displacement (µm).

We first investigated how the effective cell stiffness of 
hESCs is affected by treatment with drugs that inhibit actin 

polymerization (Cytochalasin D, 10 × 10−6 m), myosin II activity 
(Blebbistatin, 10 × 10−6 m), and RhoA/ROCK signaling (Y-27632, 
10 × 10−6 m). These drug treatments perturbed cytoskeleton 
structure as shown by p-MYOSIN and ACTIN immunostaining 
(Figure 1E). The effective cell stiffness significantly decreased 
after drug treatments, from 6.52 ± 0.60 nN µm−1 (control, n = 16) 
to 3.99 ± 0.51 nN µm−1 (Cyto D, n = 16), 4.33 ± 0.44 nN µm−1 
(Bleb, n = 27), and 3.75 ± 0.60 nN µm−1 (Y27, n = 15), respec-
tively. These data are consistent with the well-established role 
of the cytoskeleton structure in regulating cell stiffness. When 
hESCs were fixed with 4% formaldehyde, which cross-links pri-
mary amino groups and thus should increase cell rigidity, cell 
stiffness increased from 6.52 ± 0.60 nN µm−1 (control, n = 16) 
to 54.28 ± 8.48 nN µm−1 (n = 14) (Figure 1F). Together, these 
results demonstrate that ATC can effectively detect changes 
in cell stiffness of hESCs due to chemical perturbations of 
intracellular cytoskeleton structure.

We next investigated how cell mechanical property changes 
during neuroepithelial cell differentiation of hESCs in a 
monolayer format. For control group, hESCs were cultured 
in mTeSR1 medium for 8 d to maintain pluripotency, which 
was confirmed by OCT4 staining (Figure 2A). Stiffness of 
hESCs cultured with mTeSR1 exhibited no changes during 
8 d of culture, even with cell proliferation (Figure 2B). To 
induce neural differentiation, dual Smad inhibitors, SB 431542 
(TGF-β inhibitor; 10 × 10−6 m) and LDN 193189 (BMP inhibitor; 
500 × 10−9 m) were added to mTeSR1 medium. At day 8, hESCs 
completely differentiated into PAX6+ and OCT− neuroepithelial 
cells (Figure 2C). Cell stiffness during neural differentia-
tion significantly increased in a monotonic fashion, from 
6.33 ± 0.86 nN µm−1 (n = 36; day 1) to 10.56 ± 1.89 nN µm−1 
(n = 29) at day 4 and 14.61 ± 2.48 nN µm−1 (n = 19) at day 8, 
respectively (Figure 2D). These results show that neural differ-
entiation of hESCs resulted in increased cell stiffness, a finding 
that is consistent with recent studies reporting increased cell 
stiffness of hESCs when losing pluripotency.[17]

We have recently established a human pluripotent stem 
cell (hPSC)-based in vitro model for studying peri-implanta-
tion human amniotic sac development.[18] By engineering the 
cellular microenvironment including substrate rigidity, cell 
density and culture dimensionality, we have shown that hPSCs 
could develop into 3D epiblast cysts or amniotic cysts con-
taining a single luminal cavity through self-organization and 
morphogenesis.[18] Given that mechanical property is critical for 
early embryogenesis and many birth defects including ABS are 
associated with abnormal mechanical properties of embryonic 
cells and tissues, we employed ATC to investigate changes in 
cellular mechanical property during epiblast and amniotic cyst 
formation using our hPSC-based in vitro model.

To generate epiblast cysts, hESCs were seeded as single 
cells onto a 1% Geltrex-coated glass coverslip, in mTeSR1 
medium supplemented with ROCK inhibitor Y27632. On 
day 1 (24 h after cell seeding), culture medium was replenished 
with mTeSR1 medium supplemented with 4% v/v Geltrex to 
form a 3D extracellular matrix (ECM) overlay (Figure 3A). On 
day 2, hESCs self-organized to form columnar cysts with a 
single luminal cavity. Continuous development of hESC cysts 
increased the cyst size on day 3. Columnar cysts expressed 
pluripotent epiblast marker OCT4 and thus were referred as 
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Figure 1. Application of integrin-anchored microbubble for biomechanical property sensing using acoustic tweezing cytometry (ATC). A) Schematic 
showing the experimental setup. B) Zoom-in illustration showing the use of targeted microbubbles attached to cells via RGD-integrin binding in ATC. 
C) Representative images show the integrin-bound microbubble (red arrow) in a colony before ATC, and bubble displacement during application of an 
ultrasound pulse (duration 50 ms). The red circle indicates the original location of the bubble before ultrasound application. The microbubble returned 
to its original location after ultrasound was turned off (at 1 s). D) The corresponding ultrasound pulse profile, time course of bubble radius, and bubble 
displacement from images shown in (C) extracted using a custom MATLAB program. E) Representative fluorescence images showing p-MYOSIN and 
ACTIN expression of hESCs in the control and treated groups. Treatment lasted for 2 h before ultrasound application. F) Time course of microbubble 
displacement divided by the acoustic radiation force of the ultrasound pulse and the effective cell stiffness as the ratio of maximum displacement to 
the acoustic radiation force. Error bar, mean ± SEM. *, p < 0.05; **, p < 0.01; ***, p < 0.001. Ultrasound parameter: center frequency 1.25 MHz, pulse 
duration 50 ms, acoustic pressure in the range 0.025–0.05 MPa.
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epiblast cysts (Figure 3B,C). Increased ACTIN and p-MYOSIN 
staining intensities (Figure 3D,F) suggest stronger cytoskeleton 
structure as hESCs self-organized to form 3D columnar epiblast 
cysts. Indeed, stiffness of pluripotent hESCs in epiblast cysts 
on day 2 (effective cell stiffness = 10.84 ± 1.48 nN µm−1, n = 10) 
and day 3 (effective cell stiffness = 10.77 ± 1.47 nN µm−1, n = 8) 
was significantly higher than that of hESCs in a 2D monolayer 
at day 1 (effective cell stiffness = 4.84 ± 0.82 nN µm−1, n = 16) 
(Figure 3E,G).

When 4% Geltrex 3D ECM overlay was applied in 
mTeSR1 medium 2 h after cell seeding (instead of 24 h 
after cell seeding), amniogenic differentiation of hESCs 
was triggered, leading to formation of squamous amni-
otic cysts on day 3 (Figure 4A). As amniotic cysts formed, 
hESCs gradually lost pluripotency, evidenced by decreased 
OCT4 expression and increased expression of amniotic 
cell marker TFAP2A over time (Figure 4B,C). Measure-
ments of cell stiffness using ATC show that compared with 
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Figure 2. Cell stiffness increased during neuronal differentiation. A) Confocal micrographs showing OCT4 immunostaining in hESCs in control group. 
hESCs were cultured in mTeSR1 medium to maintain pluripotency. B) Representative time course of microbubble displacement divided by the acoustic 
radiation force of the ultrasound pulse, and the cell stiffness in control group at day 1, 4, and 8. C) Confocal micrographs of OCT4 and PAX6 
immunostaining of hESCs during neural differentiation. hESCs were cultured in mTeSR1 medium supplemented with dual Smad inhibitors, SB 431542 
(TGF-β inhibitor; 10 × 10−6 m) and LDN 193189 (BMP inhibitor; 500 × 10−6 m), to induce neuroepithelial cell differentiation. D) Representative time 
course of microbubble displacement divided by the primary acoustic radiation force of the ultrasound pulse, and the stiffness of cells cultured in neural 
induction medium at day 1, 4, and 8. Error bar, mean ± SEM. **, p < 0.01. Ultrasound parameter: center frequency 1.25 MHz, pulse duration 50 ms, 
acoustic pressure in the range 0.025–0.05 MPa.
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day 1 (cell stiffness = 8.53 ± 2.52 nN µm−1, n = 9), cells became 
stiffer when forming a 3D cystic structure on day 2 before 
losing pluripotency and initiating amniotic differentiation 
program (cell stiffness = 25.46 ± 4.82 nN µm−1, n = 10). This 
observation is also consistent with our finding on stiffer 
epiblast cysts compared with hESCs in a 2D monolayer 
(Figure 3). However, as pluripotent hESCs differentiated into 
TFAP2A+ amniotic cells from day 2 to day 3 (Figure 4B,C), 
cells became squamous and flattened with a concomitant, sig-
nificant decrease in cell stiffness (7.47 ± 1.07 nN µm−1, n = 9) 
(Figure 4E,G). Consistently, cell softening during amniotic 
cyst development from day 2 to day 3 was accompanied by 

decreased ACTIN and p-MYOSIN expression levels in cystic 
structures (Figure 4D,F).

Further comparison of epiblast cysts and amniotic cysts 
obtained at day 3 shows that cell stiffness of epiblast cysts 
(10.77 ± 1.47 nN µm−1, n = 8) was significantly higher than that 
of amniotic cysts (7.47 ± 1.07 nN µm−1, n = 9), consistent with 
higher staining intensities of p-MYOSIN and ACTIN in epi-
blast cysts (p-MYOSIN, 201.42 ± 31.33; ACTIN, 200.50 ± 19.38, 
n = 12) than those in amniotic cysts (p-MYOSIN, 129.87 ± 20.71; 
ACTIN, 163.38 ± 7.77, n = 16).

Taken together, these results reveal several interesting 
and important insights. Cell stiffness remained unchanged 
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Figure 3. Cellular mechanical property changed during epiblast cyst formation. A) Schematic of the 3D culture protocol and the time line of epiblast 
cyst formation. B) Confocal micrographs showing OCT4 immunostaining as hESCs formed epiblast cysts. hESCs remained pluripotent as they form 
epiblast cyst. C) Nuclear fluorescence intensity of OCT4 of hESCs from day 1 to day 3 during epiblast cyst formation. D) Representative bright field 
images and confocal micrographs showing the morphology of cells during epiblast cyst formation, attachment of microbubbles (red arrows), and 
immunostaining of p-MYOSIN and ACTIN. E) Representative time course of microbubble displacement divided by the primary acoustic radiation force 
of the ultrasound pulse. F) Background subtracted total fluorescence intensity of p-MYOSIN and ACTIN per epiblast cyst on day 2 and day 3. G) The 
cell stiffness during epiblast cyst formation at day 1, 2, and 3. Error bar, mean ± SEM. **, p < 0.01. Ultrasound parameter: center frequency 1.25 MHz, 
pulse duration 50 ms, acoustic pressure in the range 0.025–0.05 MPa.
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for hESCs in a 2D monolayer during long-term culture, 
but increased significantly with spatial organization of 
undifferentiating hESCs into 3D epiblast cysts. Different 
profiles of temporal changes in cell stiffness were observed 
during formation of epiblast cysts and amniotic cysts from 
hESCs. During the development of amniotic cysts, cell stiff-
ness would first increase at day 2 before decreasing at day 
3; this biphasic change in cell stiffness was accompanied 
by dynamic morphogenic changes occurring concomitantly 
during the formation of amniotic cysts, with a columnar 
structure expressing OCT4 at day 2 before turning into a squa-
mous, differentiated amniotic tissue at day 3. Together, our 
data support close interconnections between cell mechanics 

(stiffness), cell fate and lineage specification and tissue mor-
phogenesis during embryonic development. Recent studies 
have further supported the role of cell mechanics, as an inte-
gral drive for morphing tissue formation, in guiding tissue-
scale cell fate patterning.[6]

As we have demonstrated previously, epiblast and amniotic 
cyst formation are accompanied by concurrent transcriptional 
and morphological changes.[18] Human embryonic stem cells 
maintain pluripotency during epiblast cyst formation, while 
during amniotic cyst formation, they lose pluripotency, differ-
entiate, and express markers associated with amniotic tissues 
such as TPAP2A. Morphologically, an epiblast cyst on day 3 is 
composed of columnar epithelial cells featuring apicobasally  

Figure 4. Change of cellular mechanical during amnion cyst formation. A) Schematic of the 3D culture protocol and the time line of amnion cyst forma-
tion. B) Confocal micrographs showing OCT4 and TFAP2A immunostaining as hESCs formed amnion cysts. C) Nuclear OCT4 and TFAP2A fluorescence 
intensity of cells on day 1, day 2, and day 3 during amnion cyst formation. D) Representative bright field images and confocal micrographs showing the 
morphology of cells during amnion cyst formation, attached microbubbles (red arrows) on the cyst, and immunostaining of p-MYOSIN and ACTIN. 
E) Representative time course of microbubble displacement divided by the primary acoustic radiation force of the ultrasound pulse. F) Background 
subtracted total fluorescence intensity of p-MYOSIN and ACTIN per amniotic cyst on day 2 and day 3. G) Cell stiffness during amnion cyst formation 
on day 1, 2, and 3. Error bar, mean ± SEM. *, p < 0.05; **, p < 0.01; ***, p < 0.001. Ultrasound parameter: center frequency 1.25 MHz and pulse dura-
tion 50 ms, acoustic pressure in the range 0.025–0.05 MPa.
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elongated nuclei and a thick epithelium. In contrast, an amni-
otic cyst at day 3 features a squamous epithelial morphology 
with flattened, laterally elongated cell nuclei and a thin 
epithelium.[18] While it is difficult to decouple the impacts from 
transcriptomic and morphological perspectives on cell mechan-
ical property, cell stiffness difference we detected in this study 
between epiblast cysts and amniotic cysts is likely resulted 
from differences in both transcriptional profiles and tissue 
morphology.

The epiblast and amniotic cysts we studied here are both 
symmetric structures derived from hESCs. Thus, cell stiffness 
is expected to be uniform throughout entire cystic structures, 
and our measurement of cell stiffness using ATC should be 
representative of all cells composing the cysts. For asymmetric 
embryonic tissues such as the asymmetric amniotic sac cyst 
we have reported recently,[19] cell stiffness of different cell types 
could be different. Since multiple microbubbles can be attached 
to cells at different locations on the surface of 3D tissues, we 
expect that the ATC method can be utilized for assessing spa-
tial distributions of cellular mechanical properties in 3D tissue 
structures.

It is worth noting that the specific mode of force application 
in the ATC is different from other methods such as AFM. In 
ATC, a local mechanical force/strain is applied to cells via the 
bubble-integrin-cytoskeleton linkage, and the effective cell stiff-
ness is determined as the ratio of force to microbubble displace-
ment. In AFM, however, a local force is applied to a small area 
on cell surface by compression using a cantilever to determine 
compressive cell stiffness. It is well appreciated that different 
methods used for gauging cell stiffness may lead to different 
measurements and interpretation based on the difference in 
operational principles with different techniques. We should 
also note that during measurements of cell stiffness using the 
ATC, a single ultrasound pulse with a relatively short duration 
of 50 ms was used to displace integrin-bound microbubbles. 
The acoustic pressure was also chosen to minimize effects of 
bubble expansion and contraction or cavitation. Thus, we do 
not expect the ATC operation for in situ cell stiffness measure-
ments will perturb cellular responses in culture systems being 
investigated.

It should also be noted that relative position of bubbles on 
a cell could impact the cell stiffness measurement, which may 
in fact contribute to the spread of measured cell stiffness pre-
sented in this study. However, we did not particularly control 
the relative position of bubbles on a cell, and just treated all 
measurements as the same. Thus, our results suggest that the 
cell stiffness variation associated with different bubble loca-
tions is minor compared with the change in cell stiffness that 
resulted from human embryonic stem cells at different devel-
opmental stages.

In conclusion, employing ATC with integrin-bound 
microbubbles as a versatile, biocompatible, and efficient tool 
for assessing in situ cellular mechanical property in both 2D 
and 3D structures, we obtained new results that reveal cell stiff-
ness changes during neural differentiation and morphogen-
esis of hESCs. Our results support that cell stiffness measured 
using ATC may provide a label-free mechanical biomarker for 
cell lineage diversification and cell fate specification during 
embryogenesis.
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